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ACI Committee Reports and Guides are intended for 
guidance in planning, designing, executing, and inspecting 
construction. This document is intended for the use of indi-
viduals who are competent to evaluate the significance and 
limitations of its content and recommendations and who will 
accept responsibility for the application of the material it 
contains. The American Concrete Institute disclaims any and 
all responsibility for the stated principles. The Institute shall 
not be liable for any loss or damage arising therefrom.

Reference to this document shall not be made in contract 
documents. If items found in this document are desired by 
the Architect/Engineer to be a part of the contract documents, 
they shall be restated in mandatory language for incorporation 
by the Architect/Engineer.
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This guide identifies and suggests allocation of responsibilities to 
various parties involved in concrete rehabilitation in the United 
States; however, the guidance presented may apply to contractual 
relationships addressing concrete construction in other parts of 
the world. This guide can be useful in evaluating existing contract 
documents for adequacy and balance with respect to responsibili-
ties in concrete rehabilitation projects.

In some cases, the responsibilities outlined carry the force of 
law. In others, there are options that could be incorporated into a 
particular contract.
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